Attachment B

WINTER SAND
SPECIFICATIONS

PERCENT (%) PASSING SIEVE AS DETERMINED BY WEIGHT

3/8” square 100%

¥4” square 95-100%

US No.10 10-65%

US No.200 0-1%
Fracture 0% minimum

Los Angeles Wear, 500 Revolutions 35% Maximum



